OFDA 2000 REPORT : SORTED BY EID/TAG
Samples 02/05/2019 (Trim High On) (153Records)
EID : ALO Staple Len : 105.0 mm
EarTag : Maja Min Mic : 19.7 m'!c
Micron : 21.3 mic Max Mic : 23.2 mic
SD: 4.5mic SD Along :  0.90 mic
CVD: 21.2%
CEM: 8.9 mic
<15: 39%
CF: 964 %
18 SF: 20.8 mic
17J CRV: 42.8Dg/mm 28
SDC: 34.8 Dg/mm
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Fibre Diameter (microns) 10 20 30 40 50 60 70 8 90 100
EID : ALO Staple Len : 80.0 mm
EarTag : Maja Min Mic : 19.1 mic
Micron : 20.7 mic Max Mic : 22.4 mic
SD: 4.2mic SD Along :  1.00 mic
CVD: 20.3%
CEM: 8.3mic
<15: 4.0%
CF: 97.7%
18- SF: 20.1 mic
174 CRV : 40.6 Dg/mm
SDC: 31.4 Dg/mm 254
16+ Notes : M
191 24
141
131 23
121
2 11 20
5 10+
L 94 214
T g
O\O
7' 20.
6_
Sk 191
4_
3 1. 18<
2_ | |
1 " 171
0 ' |I llll-ll . .
0 10 20 30 40 50 60 45
Fibre Diameter (microns) 0 10 20 30 40 50 60 70 20
NAIS MCNADANN Mananamant Qnafhuara - Cnnvriaht 2000
OFDA 2000 REPORT : SORTED BY EID/TAG
Samples 02/05/2019 (Trim High On) (153Records)
EID :AL_O Staple Len : 75.0 mm
Engag : Maja Min Mic :  19.7 mic
Micron : 21.7 mic Max Mic : 23.6 mic
SD: 4.2mic SD Along :  1.30 mic
CVD: 195%
CEM: 8.0 mic
<15: 2.0%
CF: 973%
18 SF: 20.9 mic
17 CRV: 41.8 Dg/mm
| SDC: 33.2Dg/mm 2]
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Fibre Diameter (microns) 10 20 30 0 0 60 7



